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Abstract

Among the nanomaterial being applied for treatment and diagnosis fi eld, magnetic NPs especially 
magnetite phase of iron oxide have been signifi cantly interested due to their natural magnetic properties. 
In this study, a nanocomposition of poly (acrylic acid) and chitosan with Fe3O4 NPs were prepared in order 
to investigation for drug delivery systems and plasma protein adsorption. Synthesized NPs were studied 
by various technics including XRD, TEM, SEM, FT-IR, VSM, DLS, zeta potential and AAS. These NPs have 
superparamagnetic property that is essential for magnetic NPs to applying in body and drug delivery. 
Plasma protein adsorption is one of the most important issues for failure of nanocarriers function. In 
this work, BSA and IgG were used as models of proteins to study adsorption of protein onto NPs by UV-
Vis spectroscopy method. Adsorption behavior of NPs for each protein was different. PAA-Fe3O4 NPs 
represent the lowest albumin adsorption and can be expected that have lower adsorption of protein in the 
body. The release profi le of ascorbic acid from PAA-Fe3O4 NPs represents no sensitivity to pH, and NPs 
showed approximately same release behavior in pH 7.4 and 5.8.
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Introduction

Nanomaterials with special structural and physical 
properties can be used to improvement of treatment and 
diagnosis of disease [1]. Among the nanomaterials being 
applied in this fi eld, magnetic nanoparticles (NPs) especially 
magnetite phase of iron oxide (Fe3O4) has been signifi cantly 
interested because of their natural magnetic properties [2]. 
Fe3O4 NPs with sizes lower than 20 nm are superparamagnetic 
and have been potential to be used as targeted drug delivery, 
hyperthermia, magnetic resonance imaging (MRI), magnetic 
cell sorting, magnetic targeting and immunoassays. 
Biocompatible polymers and surfactants have been applied 
with NPs to achieving these purposes [3]. 

There are barriers that can limit the role of NPs in the 
body. This may be happened by obstructing their movement, 
changing in physical properties of NPs or by produce a negative 
response from the body to NPs [4].  Interaction between NPs and 
proteins in biosystems has an important effect on the behavior 
of NPs [5]. Upon administration, proteins in plasma can attach 
to NPs leading to recognition by the reticuloendothelial system 
(RES) or mononuclear phagocyte system (MPS) tissues.  This 
causes to collection of NPs in liver, spleen, and bone [6]. In 

addition, activation of immune system and non-targeted 
interaction are problems that can be happened because of 
interaction with plasma protein [4]. This attaching of protein 
onto NPs forms a shell around NPs which is named “protein 
corona”.  The physicochemical properties of this shell can 
infl uence on biological responses [7]. Therefore, nonspecifi c 
interaction with proteins in blood circulation is one of the 
most important that can limit NPs function in body and fi nally 
remove them from blood stream [4].  Grafting poly (ethylene 
glycol) to nanomaterials is the most applied approach to 
reduce nonspecifi c protein adsorption and phagocyte uptake. 
Infl uences of nanomaterials properties like size and surface 
chemistry to adsorption of protein are poorly studied [1]. 
However, physicochemical features of nanomaterials and how 
long being in biological mediums can affect the forming of 
protein corona. Therefore, these infl uence on biodistribution 
of nanomaterials and their functions [8]. 

In this work, Fe3O4 NPs were synthesized and then coated 
by chitosan. Then, chitosan coated NPs reacted with poly 
(acrylic acid) (PAA). These NPs have positive and negative 
surface charge respectively. Coating of NPs prevents them 
from agglomeration or non-specifi c interaction with cells. 
Furthermore, chemical groups provided from polymer can be 
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used to conjugation of biomedical molecules such as drugs 
and targeting drugs [4]. Chitosan is a biodegradable cationic 
polysaccharide with good biocompatibility, and low toxicity. 
PAA is poly anionic with carbocyclic acid groups which have 
good interaction with amine groups on the chitosan [9]. 

Here we studied NPs interaction with bovine serum 
albumin (BSA) and Immunoglobulin G (IgG).  Albumin and 
IgG are the most plentiful proteins in human serum [10], 
but have a different isoelectric point which can infl uence on 
protein adsorption behavior [11]. Thus, these proteins are 
good choices to plasma protein adsorption. Moreover, other 
important properties of NPs for applying in drug delivery 
systems such as magnetic properties, size, shape and surface 
charge were studied. This nanocomposition showed relatively 
good characteristic for applying in biological environment. 

Experimental

Materials and characterization

Iron (II) chloride tetrahydrate, iron (III) chloride 
hexahydrate, PAA (2000 MW, 63%), ammonium persulfate, 
NH4OH (25 wt %), and bovine serum albumin (BSA) all 
purchased from Merck. IgG protein (50 mg/mL) have obtained 
from Kashan University of medical sciences and health services. 
Chitosan with medium molecular weight (deacetylation ≥75%) 
was obtained from Sigma-Aldrich. 

Powder X-ray diffraction (XRD) pattern of Fe3O4 NPs 
was performed in a Philips X-ray diffractometer using CuK 
radiation ( = 1.54060 Å). The diffraction angle (2) ranged 
from 10º to 80º. Transmission electron microscopy (TEM) 
(Philips EM208S, accelerating voltage of 150 kV) and scanning 
electron microscopy (SEM) (Hitachi S-4160) were used to study 
the morphology of NPs. Synthesized NPs and their coating 
were studied by Fourier transform infrared (FT-IR) spectra 
using a magna-IR spectrometer 550 Nicolet spectrometer. 
Samples were prepared by using KBr disk method and spectra 
were recorded in the range of 400–4000 cm-1. Hydrodynamic 
size and surface charge were obtained on dispersed NPs in 
deionized water by sonication using a Malvern- DTS Ver 4.20 
at room temperature. Vibrating sample magnetometer (VSM) 
(Meghnatis Daghigh Kavir Co, Iran) was operated to measuring 
of magnetic properties of NPs. Iron analysis was performed on 
a Perkin-Elmer 2380 atomic absorption spectrometer by fl ame 
(air/C2H2). Protein adsorption was studied by a dual beam UV– 
Vis spectrophotometer (TU-1901, Purkinje General Instrument, 
Beijing, China). 

Methods

Ch itosan modifi ed of Fe3O4 NPs were synthesized by our 
pervious published method with some modifi cation [12].  
Firstly, Fe 3O4 NPs were obtained by coprecipitation of iron 
chloride salts in alkaline medium under sonication in N2 
atmosphere. Fe 3O4 NPs were separated by magnet and dried 
in 45 ºC for 24 h. Then, NPs were dispersed and mixed with 
chitosan solution and stirred at a speed of 700 rpm for 12 h to 
obtaining of chitosan coated of Fe 3O4 NPs (Ch-Fe3O4). 

0. 4 gr PAA (60% w/v) was dissolved in 20 mL deionized 
water. Then, 0.07 gr of dispersed Ch-Fe3O4 NPs in water was 
added to PAA solution. The temperature of solution was reached 
to 55 ºC and remained under stirring for 15 min. Finally, 10 
mL of ammonium persulfate solution (3% w/v) was added to 
mixture. The mixture was stirred for 4 h at a speed of 1000 rpm 
and in 55 ºC. After separation by magnet, the product (PAA-
Fe3O4) was washed twice with deionized water and dried in 
room temperature.

A A S was used to determine the amount of polymer coating 
percent on NPs. Each of NPs was weighted by a precise balance 
exactly. Then, NPs were dissolved in HCl and maintained for 
overnight. The NPs diluted to 50 mL by adding deionized water 
and concentration of iron in each solution was measured by an 
atomic absorption spectrophotometer. Then, coating percent of 
NPs were calculated by using calibration curve of Fe solutions.

F o r evaluation of protein adsorption onto NPs surface, 
10 mL of BSA and IGG (1mg/mL) were added to 1 mg of NPs. 
Firstly, these mixtures sonicated for 1 min and then, kept 
at 37 ºC. After 24 h, NPs were separated by centrifuge from 
the solution. Non- adsorbed protein was studied by a UV-Vis 
spectrophotometer. 

D r ug loading and release behavior of PAA-Fe3O4 NPs was 
studied by using of ascorbic acid as a model of drug. A mixture of 
ascorbic acid and PAA-Fe3O4 NPs (55 % w/w) was prepared and 
kept for 24 h at room temperature. Then NPs were separated 
from solution by a magnet. A UV-Vis spectrophotometer was 
used to determine the amount of reminding ascorbic acid 
in solution and estimating drug loading in PAA-Fe3O4 NPs. 
Following equations were used to calculating of drug loading 
contents (Eq.1) and drug entrapment effi ciency (Eq.2) of NPs.

weight of drug inNPs
drug loading contents (%)= 100

weight of prepared NPs
                   (1)

weight of drug inNPs
drug entrapment efficiency (%)= 100

weight of durg injected
             (2)

The  release profi le of ascorbic acid from PAA-Fe3O4 NPs 
was estimated by the dialysis method in phosphate buffered 
saline (PBS) at 37 °C. 5 mg of drug loaded PAA-Fe3O4 NPs 
and 3 mL PBS buffers were incubated in a dialysis membrane 
bag (molecular weight cutoff 14 kDa). The dialysis bag was 
immersed into 100 mL of PBS solution at different pH (7.4 and 
5.8). The released of ascorbic acid from PAA-Fe3O4 NPs by a 
UV-Vis spectrophotometer. 3 mL of the sample was sampled at 
defi ned time periods for analysis and then, 3 mL of fresh buffer 
was replaced to the release medium.

Brin e shrimp mortality procedure was applied to assessment 
of NPs toxicity [13,14]. 1 gr Brine shrimp eggs were placed in 1 L 
salt solution (25 gr/L) at 28 ºC. The vessel was under continuous 
light and air pumping for 48 h. Under these conditions; Brine 
shrimp eggs were hatched. The toxicity of NPs was tested via 
brine shrimp mortality at the concentration of 1 μgr/mL NPs 
over 24 hours. Experiment was performed in test tubes that 
were cleaned by HCl and acetone previously. In each tube, 10 
brine shrimps were placed in 10 mL of NPs dispersion. After 24 
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h, the live brine shrimps were counted for each tube along with 
control (without NPs).

Results and Discussion

Fer r ic and ferrous salts were used for synthesized Fe3O4 
NPs. The reaction was performed by adding ammonia under 
sonication and N2 atmosphere. This procedure is very fast, and 
the reaction is carried out only in 15 min. The XRD pattern was 
obtained for Fe3O4 NPs (Figure 1) after drying in an oven at 40 
ºC. The corresponding planes are showed for each peak. These 
NPs show characteristic peaks at 30.1973º, 35.5022º, 43.1439º, 
53.6228º, 57.1545º, 62.7770º that are related to (2 2 0), (3 1 1), 
(4 0 0), (4 2 2), (5 1 1) and (4 4 0) of refl ection plane indices, 
respectively (Ref. pattern: 01-1111). Therefore, XRD showed 
that NPs were Fe3O4 (magnetite). This indicated that magnetite 
NPs obtained under sonication have good quality and purity.

For  stabilization and functionalization, Fe3O4 NPs were 
coated by chitosan in acetic acid solution (Ch-Fe3O4). Then, 
obtained NPs were reacted with PAA to forming PAA-Fe3O4. 
Coating with polymers makes NPs stable in aqueous solutions 
and supplies functional groups at the surface of NPs. These 
functional groups can be used to conjugating of biomolecules 
to the NPs [15]. TEM image of NPs are represented in Figure 2. 
Fe3O4 NPs (Figure 2a) showed a monodispersed and spherical 
shapes. These NPs have an average size about 10 nm. Figure 2b 
indicates that chitosan was successfully placed at the surface 
of Fe3O4 NPs and a shell of polymer can be observed around 
the particles. Figures 2c and 2d are related to PAA-Fe3O4 
NPs. Furthermore, SEM images of these NPs are represented 
in Figure 2e and Figure 2f as can be seen, these NPs have 
agglomeration structures that Ch-Fe3O4 NPs have dispersed in 
PAA matrixes. PAA-Fe3O4 NPs had a mean diameter size of 51.62 
nm with a standard deviation of about 9.4 that was determined 
from the average of 51 nanoparticles in SEM image.

Hydr odynamic diameter size and zeta potential distributions 
of PAA-Fe3O4 NPs are showed in Figure 3. These NPs have an 
average diameter size about 96.4 with PDI of 0.47 that is bigger 
from SEM result. The bigger size obtained from DLS can be 
related to partial agglomeration [16], and swelling in water [17]. 

These NPs have an average zeta potential value of -15.6. This 
showed that Ch-Fe3O4 NPs successfully placed in PAA matrix, 
and their large positive surface charge [12], turned a relatively 
smaller negative surface charge. In other words, amine groups 
at the surface of Ch-Fe3O4 NPs have replaced by carbocyclic 
groups from PAA in PAA-Fe3O4 NPs. Hydrodynamic size and 
surface charge of NPs are important factors for pharmaceutical 
behavior and their stability in body [4,18]. NPs in colloidal 
solutions tend to form agglomeration. This  agglomeration 
changes the surface area of NPs that can affect protein binding 
or cause conformational changes. Polymer coating or using of 
ultrasonic energy has been used to control of agglomeration 
[19]. Interaction with cells could be affected by surface charge 
of NPs. Also, surface charge infl uences the forming protein 
corona, and this can infl uence uptake of NPs. Performing of 
protein corona reduces adhesion to the cell membrane and 
internalization effi ciency. NPs with positive surface charge 
can incorporate faster to cells rather than negatively charged 
ones. Moreover, positive charged NPs have more cytotoxicity 
potential [20,21]. 

Cha r ged NPs can also infl uence on adsorbed protein 
structure. For example, BSA exposed to positive charged NPs 
has more changes in comparison of negative charged ones [22]. 

FT-I R spectroscopy was used to confi rm the reaction and 
characterization of the functional group at the surface of NPs. 
The FT-IR spectra of obtained products were presented in 
Figure 4a. The peaks at 631 and 589 cm-1in spectrum of Fe3O4 
are relating to stretching band of Fe-O in Fe  3O4 NPs. Also, Figure 1: The XRD pattern for Fe3O4 NPs.

Figure 2: TEM images for a) Fe3O4 NPs, b) Ch-Fe3O4 NPs, c and) PAA-Fe3O4 NPs and 
SEM images for PAA-Fe3O4 NPs (e and f).
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vibration band of OH groups on these NPs caused a broad peak 

around 3400 cm-1in the spectrum. Ch-Fe3O4 spectrum is related 

to Fe3O4 NPs which coated with chitosan. The absorption 

band at 1542 cm-1 corresponds to N-H bending vibration. The 

wide and strong peak between 3100 and 3600 cm-1 relates to 

stretching vibrations of O-H and N-H bands [12]. In the FT-IR 

spectrum of PAA-Fe3O4 NPs, the peak at 1707 cm-1 showed the 

stretching mode of the -COOH groups of PAA that placed at 

the surface of NPs after reaction. Also, the peak at 2923 cm-1 

related to the asymmetrical stretching mode of –CH3 in Figures 

2b and c [23]. These results confi rm that PAA was successfully 

placed on the NPs.

Atomi c absorption spectroscopy (AAS) method was used to 

obtain quantitative information of the amount of coating at the 

surface of NPs. The NPs were digested in concentrate HCl, and 

after that diluted by adding deionized water. The concentration 

of iron in the solutions was calculated using a calibration 

curve. The reduction of iron concentration for 1 mg of NPs was 

related to the amount of coatings on the Fe3O4 NPs. As shown in 

Figure 4b, Ch-Fe3O4 and PAA-Fe3O4 NPs have 12.09 and 22.66 

% polymer coating on the NPs respectively. Therefore, 10.57 % 

of PAA-Fe3O4 NPs composed from PPA.

Magne tic analysis showed that the NPs have highly 

superparamagnetic properties, with a total magnetic 

saturation of 57.61 and 47.9 emu/g for Fe3O4 and PAA-Fe3O4 

NPs, respectively. As can be seen in Figure 4c, there is no 

hysteresis loop in magnetization curves of these NPs. This 

indicates that NPs superparamagnetic behavior. This behavior 

can be observed when magnetic NPs size becomes smaller than 

a critical size and magnetic curves approximately show no 

remanence and coercivity. This property is very important for 

application of magnetic NPs in biomedical fi elds. In the absence 

of magnetic fi elds, these NPs have no magnetic interaction with 

each other that prevents them from magnetic agglomeration. 

In presence of magnetic fi elds, NPs can be controlled and use in 

magnetic targeting. Furthermore, by applying a magnetic fi eld 

with a high frequency, these NPs can be used in hyperthermia 

treatment. In this treatment cancer cells can be killed at around 

42-45 ºC [24,25].

Adsorption of biomolecules by NPs in biological environment 
can affect or prevent functions of NPs [26]. Moreover, it is 
believed that interaction between nanomaterials and proteins 
is the primary step to toxicity of nanomaterials [27]. Plasma 
protein adsorption onto surface NPs and recognition by 
MPS phagocytes is called opsonization. This causes that RES 
recognize NPs in body and remove them from blood circulation 
[1,16]. Moreover, thrombosis or anaphylaxis can be happened 
by modifying the activation of enzymatic cascades through 
protein adsorption [1]. For achieving longer circulation in body, 
NPs must have low electrostatic interaction with proteins that 
can be obtained via net neutral surface [18]. Furthermore, cell 
internalization of NPs, can be affected by protein adsorbed 
NPs. In the absence of protein, NPs have stronger interaction 
with membrane of cells and internalization can be increased. 
But, forming protein corona in presence of serum protein 
internalization reduces [21]. For achieving successful targeting, 
the targeting ligand on the NPs must have a more compatibility 
for its receptor than serum proteins. Adsorbing serum proteins 
onto targeting ligands on the NPs is responsible for the 
challenges related to in vivo NPs targeting [22]. NPs properties 
such as shape, size and surface chemistry infl uence on protein 
adsorption. 

Protein adsorption of NPs was studied by UV-Vis 
spectroscopy method (Figure 5). Albumin and IgG were selected 
as models of protein that are two most abundant proteins in 
human blood plasma, respectively [10]. Coulomb interactions 
are very important in forming protein corona. But, these 
interactions are actually effective only between charges placed 
at the surface of NPs and proteins that are in close contact 
[7]. Selected proteins have different isoelectronic points and 
charged NPs can interact with them. Isoelectric point of IgG 
is greater than 5.5 and can adsorb at the surface of negatively 
charged NPs. But, isoelectric point of albumin is less than 
5.5 and can adsorb onto positively charged NPs [11]. As have 
showed in Figure 5, the adsorption of NPs in proteins solution 
is different. Generally, various interactions can occur during 
adsorption of protein onto NPs. these interactions include 
electrostatic interactions, H-bonds, van der Waals interactions, 
hydrophobic interactions, and π – π interactions [28]. In BSA 
solution, PAA-Fe3O4 NPs with negative surface charge have the 

Figure 3: Size and zeta potential distribution of PAA-Fe3O4 NPs.
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least adsorption of albumin. But, other NPs have high positive 
surface charge [12], and showed higher albumin adsorption. 
In IgG solution result is totally different. Ch-Fe3O4 NPs have 
the highest positive surface charge and showed the lowest 
adsorption of IgG. In contrast, PAA-Fe3O4 NPs have the most 
IgG adsorption. About 50% of total human blood plasma mass 
is composited from albumin [29], and therefore, this protein is 
more important in plasma protein adsorption. This indicates 
that PAA-Fe3O4 NPs with lower albumin adsorption might have 
lower protein adsorption and longer circulation in plasma. 
However, these NPs have higher IgG adsorption and this can 
lead to some opsonization. 

Using polymer coating onto NPs make them stable in water 
via steric stabilization. Moreover, this coating allows NPs to be 
used as multimodal imaging or as a nanocarrier of therapeutic 
agents. These can achieve by attaching other imaging contrast 
agent and/or drugs on the polymer functional agent or 
trapping them in polymer matrix. Therefore, loading of drug 
and release them from coating is an important parameter that 
can determine the effi ciency of NPs for drug delivery [11]. The 
loading capacity and release behavior of PAA-Fe3O4 NPs was 

studied by using ascorbic acid as a model of hydrophilic drug. 
PAA-Fe3O4 NPs were incubated in ascorbic acid solution and 
after separation reminded drug was measured by a UV-Vis 
spectrophotometer at 254 nm. The drug loading contents and 
drug entrapment effi ciency were 10% and 10.38% respectively. 

 Figure 6 shows the release profi les of ascorbic acid from 
PAA-Fe3O4 NPs in pH 7.4 and pH 5.8 at 37 ºC. The release profi les 
of each pH represent continuous release up to near 40% for 50 
h and then become approximately constant. The release profi le 
indicated that release of ascorbic acid from PAA-Fe3O4 is not 
sensitive to pH of environment approximately.  Drug diffusion 
and polymer coating degradation are two mechanisms of the 
release. Furthermore, drug molecules that are near the surface 
cause faster release in initial time [25]. 

Since the MRI contrast agents would eventually be used in 
living body, it was necessary to evaluate their toxicity. 

Evaluation of toxicity of NPs is necessary to confi rm that 
NPs are suitable for applying in drug delivery systems. Toxicity 
of NPs was studied on brine shrimps. 10 brine shrimps were 
incubated in 10 mL dispersion of NPs (1 μg/mL) and after 24 h 
survival brine shrimp counted. The result was showed in Figure 
7 and NPs were showed good biocompatibility and represented 
no signifi cant toxicity. 

Conclusions

This paper describes a nanocomposition of magnetite NPs 
with PAA and chitosan. First, magnetite NPs synthesized by a 
coprecipitation method under sonication. XRD analysis showed 
that these NPs were synthesized successfully and magnetite 
NPs have good quality and purity. TEM and SEM images 
indicated that all NPs are in nanoscale range. Furthermore, 
VSM analyses confi rm NPs have superparamagnetic property. 
Superparamagnetic behavior prevents from agglomeration 
of NPs in absence of magnetic fi eld in clinical applications. 
FT-IR, DLS, zeta potential and AAS showed that reactions 
have successfully curried out. Our study showed that both Figure 4: a) FT-IR spectra of NPs, b) AAS result for coating percent of NPs and c) 

Magnetization hysteresis loops of Fe3O4 and PAA-Fe3O4 NPs.

Figure 5: UV spectra of protein solutions after separation from NPs.



032

Citation: Shagholani H, Ghoreishi SM (2017) Synthesis of Nanocomposition of Poly Acrylic Acid/Chitosan Coated-Magnetite Nanoparticles to Investigation of 
Interaction with BSA and IGG Proteins. Int J Nanomater Nanotechnol Nanomed 3(1): 027-033. DOI: http://doi.org/10.17352/2455-3492.000018

cationic and anionic NPs could adsorb serum proteins onto 
their surfaces. Ch-Fe3O4 and PAA-Fe3O4 NPs have positive and 
negative surface charge respectively and showed different 
adsorption behavior in different protein medium. In albumin 
medium, PAA-Fe3O4 NPs represent the lowest adsorption 
because of electrostatic repulsion. But in IgG medium, these 
NPs showed more adsorption relative to other NPs. Albumin 
is the most abundant protein in plasma protein, and we can 
conclude that interaction with albumin is more important. This 
indicates that use of PAA-Fe3O4 NPs in biological environment 
represent lower opsonization. PAA-Fe3O4 NPs is expected to 
be useful as a nanocarrier for drug delivery systems and /or 
contrast imaging.
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